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Acrylic Texture Range
Refer to the Wattyl Granosite Paintworks
Specification Manual.

Clean Up

e Overspray must be cleaned off surfaces
immediately as glass, aluminium and Colorsteel
will mark easily.

¢ Upon completion of the Finish Coat and prior
to final curing, all masking tape must be peeled
back carefully so as not to damage the finished
edges. Finished edges may be cleaned with a
wet paint brush to remove dags of texture
once initial set and curing has taken place.

Application of Weather-Protective
Paint System

 After completion of the finishing coats a
minimum of 7 days must be allowed before the
weather protective paint system is applied.
The Nu-therm system must be applied with the
weather protective coat within 60 days of its
completion.

e The weather protective paint system must be
applied in conjunction with the Wattyl
Granosite Paint Specification Sheet and
relevant Technical Literature.
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6.9 Health and Safety

e Wattyl Granosite requires the use of safety
gear and accessories while installing the
plaster system. The use of breather type
devices containing filters to limit small
particles from being inhaled is
recommended.

e Wash excess plaster powder from skin
with soap and water.

» Keep out of reach of children.

e Seek medical advice if plaster is ingested.

6.10 Maintenance

e Inspections of the complete cladding
surface must be carried out at the specified
intervals.

e Any cracks or damaged areas, including
flashings and seals which have deteriorated,
must be repaired immediately.

e Any damage to the substrate must be
repaired in accordance with the substrate
manufacturer’s instructions, followed by re-
plastering and repainting as per the original
installation.

e Regular washing of the paint coating is
required as per the Wattyl Granosite
specification.

e The weather-protective paint system will
need to be re-applied as per Wattyl
Granosite specifications.

Note:

This system has a maintenance
schedule to follow regarding the
products and application of those
products on-site.

The Maintenance Schedule is
contained within this Technical
manual. Please read carefully and
if there are any questions regarding
this, contact your local Wattyl
Granosite Representative.



7. AREAS WHERE ADDITIONAL CARE
IS REQUIRED

7.1 Windows

¢ Ensure the flashing tape is specified and
installed.

« Verify that a PEF rod and airseal has been
installed around the internal face of the trim
cavity. See Details

¢ Check the window manufacturer is supplying
the windows allowing for the back face of the
window flange 23-25mm off the framing.

¢ Check the window manufacturer has made
the aluminium head flashing to suit the cavity
size. The aluminium head flashing must sit
back against the wall framing and extend at a
minimum 15° angle across the cavity providing
a min of 10mm cover to the window head.

7.2 Parapets/Balustrades

e All parapets and balustrade framing is to be
sealed with flashing tape prior to installation of
polystyrene sheet. Flexible flashing tapes to be
used at intersections and change of direction.
Along the majority of a capped parapet, a
suitable flashing tape must be used and
installed over top and 50mm down sides. Tape
all laps.

« Balustrades which are exposed to the
weather on both sides are to be constructed
with H3.1 treated framing members.

o Wattyl Granosite/Nu-age Plaster strongly
recommends the use of metal capping to all
parapets and balustrades. If plastered
parapets/balustrades are required additional
specifications and details may be available from
Wattyl Granosite.

7.3 Roofs

e At inter-storey roofs ensure the apron
flashing heel extends a minimum of 100 mm
above the base of the foot flashings.

e At balcony, deck or low pitch roof/wall
junctions, the bottom edge of the Nu-therm
system must be kept clear of any adjacent
surface, or above the top surface of any
adjacent roof flashing by a minimum of 35 mm.
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7.4 Intersection with other
claddings

e Special care is required at junctions with
other claddings. The accurate design of
these junctions is critical to prohibit water
from entering the building envelope. These
details and any others not shown in this
manual are the responsibility of the building
designer.

Wattyl Granosite / Nu-Age Plaster may have
published details available for reference at
these points. Contact your local Wattyl
Granosite representative for further
information.

7.5 Damage to cladding system

* Any damage or cracking of the cladding
system will require immediate attention and
repair in order to prohibit water entry.

e Damage to the paint coating system wiill
provide a point of vulnerability to the
cladding system and must be recoated
immediately to avoid further damage.

This manual contains a maintenance
schedule with must be followed in order to
continue the validity of the Associated
Warranties.

7.6 Penetrations

» Any pipe, electrical or other penetration
must be installed within a conduit and
sealed with an appropriate BRANZ Appraised
flashing tape before cladding.

e Also detail mesh is required at penetration
locations to provide additional strength to
the finished plaster surface.



8. RESPONSIBILITIES

This section outlines the individual
responsibilities throughout each stage of the
cladding process and clarifies stages where
inspections must be made to ensure roles have
been fulfilled and workmanship remains of a
high standard.

8.1 Designer

« Responsible for the building design.

e Contact Wattyl Granosite for any updated
details to the Nu-therm Technical Manual.

e Inform window manufacturers of the window
and door reveal dimensions.

e Inform window manufacturers of correct
head flashing dimensions (the head flashing
must extend across the cavity and sit against
the wall framing not on top of the batten).

8.2 Builder

» Ensure walls are straight and true, braced
and fixed appropriately.

o Install building paper/wrap ensuring the
bottom edge of the wrap overhangs the
bottom plate by 50 mm.

« Ensure all laps in building paper/wrap are
minimum 200mm and are lapped to shed water
down the cavity.

« Install flexible jamb and sill flashing tapes.

« Fix Polypropylene strapping vertically
between the studs if span exceed 450mm. This
strapping helps prevent the cavity from being
closed off during the installation of insulation
into the wall framing cavity.

* Where waterproofing agents are required
(e.g. edges of concrete foundations etc),
ensure the surface is coated with an
appropriate product.

* Where lead flashings are used (at inter-storey
roofs etc), planing of the timber studs may be
required to recess the lead flashings to reduce
the flashing thickness. (If the lead flashings are
not recessed, the lead thickness can cause the
base of the wall to bow out).

* Where concrete slab construction is used the
edges of the slab must not protrude past the
line of the wall framing. Instances where this
occurs may require the slab edge to be grinded
back to an acceptable level for the Nu-Therm
System to be installed.
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e Ensure spouting is left off so the
applicator may plaster all areas without the
hindrance of the spouting.

» Windows are to be tacked in place with
the rear face of the Aluminium window
flange 23-25 mm off the framing for
installation of the PVC flashings.

8.3 Batten Installer /Polystyrene
fixer

¢ At the base of the wall, ensure the bottom
of the cavity battens are a minimum 30 mm
below the bottom plate.

* Where this is not achievable due to
construction restraints (concrete slab
protruding further than bottom plate, the
cavity battens may be terminated no lower
than the Finished Floor Level.

e Ensure horizontal packers are 100 mm
maximum installed on a 5° slope and are
used only where required for sheet fixing.

Multiple packers may be used between
vertical battens where required for fixing
providing the packers are 100 mm maximum
installed on a 5° slope and a 50 mm gap is
maintained between members.
¢ Ensure the Nu-Therm Foot Capping is fixed
to the bottom plate.

» Joins and intersections in uPVC flashings
are to be sealed with an appropriate flexible
sealant or with an accepted flashing tape
‘bandage’ to the inside of the component.

¢ Ensure all vertical joints in polystyrene
sheets are made over a vertical batten.

¢ Ensure battens are correctly installed at
control joints and mid-floor and no fixing of
polystyrene sheets is made to the inter-
storey structure.

 Ensure flashings and Polystyrene sheets
are installed according to Nu-therm detailed
drawings.
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8.4 Applicator

» Ensure the correct plasters are being used on the Nu-therm system.

« Mix plasters to the specified consistencies as stated by Wattyl Granosite/Nu-Age Plaster.

» Ensure plaster coats are applied to the correct thicknesses as stated in the Nu-therm Technical
Literature.

» Ensure mesh is applied at the appropriate stage and laps are minimum 100mm and butterflies are
installed around openings and penetrations.

» Apply finishing coats as per the Wattyl Granosite/Nu-Age Plaster specifications.

* Ensure the plaster is adequately cured between coats and prior to painting.

« Dispose of empty plaster bags correctly.

¢ Continually have a current Nu-Therm Manual on-site for use by all associated parties.

¢ Record Product Batch Numbers for reference. Without the required information, product cannot be linked
to individual sites if problems occur.

e Correctly fill out and submit Warranty Paperwork for issue of any pending warranty. Allow a minimum of
1 week to receive finalised documentation.

8.5 Paint Applicator

» Gently brush down finished plastered areas with soft bristled broom to remove any loose particles before
painting.

» Refer to the Wattyl Granosite Paintworks Specification Manual.



Trade Centres

WHANGAREI TRADE CENTRE
135 Cameron St

WHANGAREI

Tel:  (09)415-3480 or 415-3481
Fax: (09)415-3482

AVONDALE TRADE CENTRE
2-14 Patiki Road

AVONDALE

Tel:  (09) 820 6720

Fax: (09) 820 6704

NORTH SHORE TRADE CENTRE
235 Bush Road

ALBANY

Tel:  (09) 415 3480 or (09) 415 3481
Fax: (09) 415 3482

EAST TAMAKI TRADE CENTRE

43 Greenmount Drive

EAST TAMAKI

Tel:  (09) 274 0595 or (09) 274 5920
Fax: (09) 273 8903

NEWTON TRADE CENTRE
18 St Benedicts Street
NEWTON

Tel: (09) 302 7637

Fax: (09) 302 7636

ONEHUNGA TRADE CENTRE
10A Maurice Road
ONEHUNGA

Tel:  (09) 571 2093

Fax: (09) 571 2094

MANUKAU TRADE CENTRE
15 Jack Conway Avenue
MANUKAU CITY

Tel:  (09) 263 6848

Fax: (09) 263 7353

TAURANGA TRADE CENTRE

2 Glasgow Street

TAURANGA

Tel:  (07) 571 2255 or (07) 571 2155
Fax: (07) 571 2266

HAMILTON TRADE CENTRE
8 Devon Street

Frankton

HAMILTON

Tel: (07) 847 0440

Fax: (07) 847 9954

ROTORUA TRADE CENTRE
13 Waterford Street
ROTORUA

Tel: (07) 348 8960
Fax: (07) 348 8153

NEW PLYMOUTH TRADE CENTRE
301 Devon Street East

NEW PLYMOUTH

Tel: (06) 758 5888

Fax: (06) 758 4222

NAPIER TRADE CENTRE
47 Carlyle Street

NAPIER

Tel:  (06) 835 2070

Fax: (06) 835 6226

LOWER HUTT TRADE CENTRE
2 Pretoria Street

LOWER HUTT

Tel: (04) 570 0436

Fax: (04) 570 0438

WELLINGTON TRADE CENTRE
1 Glover Street

Ngauranga Gorge

WELLINGTON

Tel:  (04) 471 0428

Fax: (04) 471 0528

THORNDON QUAY TRADE CENTRE
181 Thorndon Quay

WELLINGTON

Tel:  (04)499-9105

Fax: (04)499-9205

CHRISTCHURCH CITY TRADE CENTRE
328 Tuam Street

CHRISTCHURCH

Tel:  (03) 365 0963

Fax: (03) 366 5462

RICCARTON TRADE CENTRE
211 Blenheim Rd
CHRISTCHURCH

Tel: (03)962-8788

Fax: (03)962-8785

DUNEDIN TRADE CENTRE

Unit B, 239 Crawford Street
DUNEDIN

Tel: (03) 474 9981 or (03) 474 9983
Fax: (03) 474 9982

INVERCARGILL TRADE CENTRE
4 Yarrow Street

INVERCARGILL

Tel:  (03)214-3370

Fax: (03)218-2042




